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Abstract: The purpose of this paper is to determine indices of environmental, economic and social
sustainability related to the Italian production of ceramic tiles in porcelain stoneware in order to contribute
to the construction of a reference benchmarking useful to decision makers, designers and end users
of ceramic tiles. To achieve this goal, this paper is based on the Life Cycle Sustainability Assessment
(LCSA) framework that incorporates the three dimensions of sustainability with cradle-to-grave Life
Cycle Assessment (LCA), Life Cycle Costing (LCC) and Social Life Cycle Assessment (S-LCA) tools.
The study has shown that in the production of porcelain stoneware one of the major environmental
problems, in addition to production in the strict sense, is the distribution system of the product to end
users and, to a lesser extent but always significant, the process of supplying raw materials. Finally, it was
highlighted that the joint use of the three impact assessment tools (LCA, LCC, S-LCA) requires further
methodological work to avoid the risk of double counting of sustainability performance. This research
has adopted a detailed methodological approach, both in the collection and in the processing of data,
keeping the main phases of the production process separate. In this way, it has been possible to highlight
that the major environmental criticalities are just beyond the “gate” of the ceramic factories, along the
logistics chain. The study also proposes for the Italian ceramic sector not only indicators of environmental
sustainability but also economic and social.
Keywords: sustainability indicators; Life Cycle Sustainability Assessment (LCSA); benchmarking;
Italian ceramic industry; porcelain stoneware tiles

1. Introduction
Sustainable development is one of the most important objectives of the European Union. Since
the Rio Declaration of 1992 (Rio Declaration on the Environment. It is the reference point for defining
and implementing sustainable development. The document is divided into 27 principles that establish
rights, responsibilities and behaviours that each state must adopt for the global protection of the
environment. (http://www.unesco.org/education/pdf/RIO_E.PDF)), sustainable development has
increasingly become the main reference for the European Union, passing from the Treaty of 1997
(Amsterdam) (The Treaty of Amsterdam was adopted by the European Council in June 1997 and
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entered into force on 1 May 1999, ratified by all Member States. On the one hand, it consolidates
the mechanisms established by the Maastricht Treaty and, on the other hand, it defines a series of
priority social guidelines at Community level.) to the proposal for a Constitution of the European
Union, signed in 2004 (Rome) (On 29 October 2004, the Treaty establishing a Constitution for Europe
was signed in Rome but in reality, it is not a real Constitution but a basic Treaty in which the
pre-existing Treaties are reorganized and transposed.) by the Heads of State and Government of
the 25 Member States. The Gothenburg European Council (2001) defined the European Strategy for
Sustainable Development by integrating the social and economic dimensions of the Lisbon Strategy
(2000) (The Lisbon Strategy is the instrument through which the European Union has pursued the
objective of making Europe the most competitive knowledge-based economy in the world, pursuing
sustainable economic growth, creating new jobs and maintaining a good level of social cohesion.) with
the environmental dimension. Now the European Union is committed to the implementation of the
United Nations Agenda 2030 which, adopted by world leaders in 2015, constitutes the new framework
for global sustainability and establishes 17 objectives for sustainable development. It is based on
the need to be able to meet the needs of the present generation without compromising the ability of
future generations to meet theirs. A responsible use of natural resources, minimizing the impact on
the environment but also energy saving and sustainable energy production, are crucial elements for
sustainable development. Having sustainability indicators is very important in order to make the
result of an analysis or the effects of a forecast easily understandable, while at the same time preserving
the scientific nature of the analysis as much as possible. These indicators, of course, vary according to
the type of system analysed and must represent in a simple and complete way the interactions of the
system under analysis with the environmental, social and economic sectors. The state of sustainable
development between different systems can be achieved by horizontally comparing the sustainability
indices through a “benchmarking” activity.
Environmental benchmarking is a management tool developed in the United States in the early
1980s [1]. In general, benchmarking means getting closer to the process of understanding and adapting
best practices, by oneself or by other organizations, in order to improve business performance [2].
This process develops through a close comparison with the competition and is, therefore, a useful
tool designed to strengthen the company’s competitiveness. One of the most innovative corporate
environmental management tools is environmental benchmarking. The objectives of environmental
benchmarking aim to: improve the environmental performance of a company or a sector and therefore
relations with stakeholders [3]; set objectives for new environmental performance, improve production
processes, management and human resources [4]; promote competitiveness between companies in
the areas of the environment, energy, safety and health [5]; provide companies with support for
investment decisions in various areas [6]; enhance the information that companies already prepare
for legislative obligations [7]. Recently, some organizations have moved towards the application of
benchmarking techniques to the environmental field as well [8]. This declination of the tool is generally
used by trade associations or industrial districts to identify, analyse, adapt and share the best industry
practices available and already implemented in cases of excellence [9]. One of the first examples of
environmental benchmarking has been applied to the ceramic industry in Italy, where the association
of ceramic tile producers (Confindustria Ceramica) has promoted the industry-average environmental
product declaration (EPD) as a way of promoting the environmental performance achieved by the
sector at international level [10]. The EPD is a voluntary report prepared according to international
standards (ISO 14025:2006) that highlights the environmental performance of a product or service [11].
The measurement of these performances is carried out using the Life Cycle Assessment (LCA)
methodology. The industry-average EPD of Italian ceramics is, therefore, an important benchmarking
tool as it represents the environmental impact of the production of Italian ceramic tiles. However,
the industry-average EPD brings together some important steps in the production process in a single
module: raw materials supply, transport up to the factory plant, manufacturing processes and waste
processing. Such aggregation does not allow for a more detailed analysis of some important phases
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of the production process which can potentially have a significant environmental impact. Finally,
there is still a lack of indicators of economic and social impact in order to include all three pillars of
sustainability from a holistic perspective.
Benchmarking can be considered a systemic learning process based on the continuous comparison
of the operating methods of an organization with those of other operators in the same or related sectors.
Benchmarking uses a series of indicators (benchmarks) that are the performance standards suitable to
identify practices that lead to higher performance to become the new best in class [12]. Benchmarking
suggests strategies for achieving performance improvement. Therefore, the main objective of benchmarking
is to identify areas for improvement and to stimulate change [13]. This change can be achieved by
identifying and adopting “best practices.” In fact, the advantage of Benchmarking is that, through this
operating mode, it is possible to identify the practices that lead to a higher performance and integrate them,
after appropriate adaptations, with one’s own organization [14]. Benchmarking is therefore an effective
way to photograph and conduct an in-depth analysis of the world outside the organization to find a better
alternative, a reference point for measuring or evaluating something but it is not an attempt to invent
something new.
They can be of two types: quantitative (e.g., time, weight, cost, etc.) but also qualitative (quality
of performance: represent value judgements about the conditions and objectives of effectiveness of the
analysed variable and for this reason they are delicate and difficult to determine and/or detect.) [15].
Benchmarking are useful for understanding and comparing the various processes of different companies
or business units; they must be representative and evaluated through standardized indicators and
observations. The standardization of indicators is fundamental in order to be able to assess the various
characteristics of the processes under analysis in a comparative manner. All participants in the comparison
will thus be able to compare the profile of the various processes in a standardized way, using unambiguous
quantitative indicators. Benchmarking, therefore, uses indicators, also defined as performance standards,
creating a comparison for the identification of best practices, in order to define a new best in class standard.
For example, the construction industry is increasingly sensitive to requests for environmental performance
documents for products used in buildings. Building certification organizations and procedures such as
Leed (USA), BREEAM (English and Scandinavian), DGNB (German) and HQE (French) are integrating
environmental sustainability parameters based on Life Cycle Assessment analyses [16].
Therefore, in this context, we can consider benchmarking as a valid sustainability management
tool that allows to help an organization to continuously improve its processes by learning from the
experience of others through specific indicators of reference. Benchmarking also prevents the company
from institutionalizing rituals and procedures that have contributed to success in the past but which in
a rapidly changing world require continuous evolution.
Sustainability for any type of enterprise and organization can be defined according to the concept
of the Triple Bottom Line (TBL), coined by John Elkington [17]. Elkington argues that companies should
work simultaneously on three different budget lines: the typical one, based on profits and losses, the one
linked to civil society and the one linked to the environment. In other words, the sustainable development
of a company is the process of continuous improvement of its economic (profit), environmental (planet)
and social (people) performance and sustainability is nothing more than the result of managing
this process. From this point of view, it is essential for any organization to define long-term and
very long-term objectives first of all but it is equally important to continuously measure the distance
from these objectives and the consistency of its actions. Measuring and managing sustainability thus
become fundamental steps in the pursuit of a corporate strategy [18].
Therefore, for the organization, the first step in the definition of a policy aimed at sustainability
is the mapping of all the factors that actually or potentially affect the selectivity in order to define
the improvement objections aimed at minimizing the resources used and/or maximizing value [19].
The most complex part of this process concerns the selection of appropriate indicators to monitor
performance against the objectives and performance levels that the organization wants to achieve.
These indicators are referred to as Sustainability Performance Indicators (SPIs), precisely because of
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their function and the key role they play in relation to the pursuit of sustainability strategies [20].
In line with the three pillars of sustainability, the SPIs should also cover the environmental, economic
and social aspects of sustainability. In more detail:

•
•
•

Environmental performance indicators (KePIs) [21]: Energy consumption, Global warming,
Human toxicity, Air pollution, Ozone depletion, Resource depletion etc.;
Microeconomic performance indicators [22]: Income from sales, Value added, Gross operating
profit (Ebitda), Cash flow, etc.;
Social performance indicators [23]: Community engagement, Access to resources, Social responsibility,
Fair salary, Hours of work, etc.

A way to determine the sustainability performance indicators of a product/process is the Life
Cycle Sustainability Assessment (LCSA), which measures the performance of a product/process with
respect to TBL [24]. The LCSA is an interdisciplinary integration framework of different models
rather than a model in itself. Indeed, it combines three different tools for environmental (LCA—Life
Cycle Assessment) [25], economic (LCC—Life Cycle Costing) [26] and social (S-LCA—Social Life
Cycle Assessment) [27] impact assessments. The LCA, LCC and S-LCA results will be discussed in
Sections 3.1, 3.2 and 3.3 respectively.
Currently there is no real application approach, in fact, the implementation attempts concern the
selection of the three different models (LCA, LCC and S-LCA), which usually takes place according to
the sustainability objective to be achieved with a bottom-up approach.
In the European manufacturing context, the Italian ceramic industry is one of the sectors most
aware of environmental sustainability [28]. Various initiatives have been undertaken over the years
at the level of the production sector. In addition to the certification activities and sustainability
policies developed by individual companies, the Italian ceramics sector carries out collective projects
and initiatives, with reference to the district of Sassuolo, the territorial area between the provinces
of Modena and Reggio Emilia (northern Italy) where the greatest presence of ceramic factories is
concentrated [29]. For over 40 years, the Italian ceramic tiles industry has held international leadership
in terms of quality and value. In 2016, this sector consisted of about 147 companies employing 8956
people for a production of 416 million square metres. The total turnover thus exceeded 5.4 billion Euros,
of which approximately 4.6 billion Euros derived from exports (equal to 85% of turnover) and 829
million Euros from sales on the national territory [30].
The main type of production in the Italian ceramic industry is porcelain stoneware; in 2017, 422
million square metres were manufactured, representing 86% of total production [30]. Porcelain stoneware
is a product with a high sintering index obtained from natural raw materials (illitic kaolinitic clays,
sodium-potassium feldspars and feldspar sands) with a low chromophoric oxide content (iron and
titanium) [31] complete greification of the product allows very low porosity and many mechanical
properties [32]. The most recent and exhaustive studies on the sustainability of traditional ceramic
tile production (with reference to the standard EN 14411–ISO 13006) are the environmental impact
assessments (LCA), carried out on Portuguese [33] and Spanish [34] products. All these authors adopt
as functional unit 1 m2 of ceramic tiles and agree in concluding that the most impactful phase at
environmental level is that of manufacture (cradle-to-gate). Instead, there is no evidence in the scientific
literature of economic (LCC) and social (S-LCA) impact studies on ceramic tiles. So, there is a lack of
integrated analysis of the sustainability performance of ceramic tile production.
Based on this theoretical framework, we formulate the following Research Questions (RQ 1 and RQ 2):

•
•

RQ 1: Can LCSA analysis of the environmental, economic and social performance of leading firms
in a sector define a framework of Sustainability Performance Indicators (SPIs)?
RQ 2: Can the Sustainability Performance Indicators (SPIs) framework obtained with the LCSA
be considered a valid benchmark for the ceramic sector?

In order to answer these research questions, this paper is aimed to pursue the objective of defining
a set of environmental, economic and social performance indicators for a representative sample (15%)
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Figure 1. Flow chart of the porcelain stoneware tiles life cycle.
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2.1.2. Life Cycle Inventory
The Life Cycle Inventory was based on an in-depth study of the state of the art of manufacturing
process and then the production process of a porcelain stoneware tile was described at each stage
of the process as shown in Figure 1. Based on the flow chart, the mass balance has been defined,
considering the emissions, the production waste and the water consumption. The inventory has been
modelled in SimaPro® 8.5.2.2 [39] software by PRé Consultants, taking the Ecoinvent 3.4 [40] database
as a reference especially for background processes related to natural gas, electricity, heat, transport,
infrastructure, machinery and waste treatments.
Primary data, referring to atmospheric emissions, water, thermal and electric energy consumptions
and production of both raw and fired scraps have been collected directly from measurements of
consumption and emissions in the production departments and from the company archives, as well as
from the Integrated Environmental Authorizations collected by Italian ceramic producers. When primary
data have been missing, the study has been completed based on information obtained from both previous
LCA studies concerning the ceramic tile manufacture (e.g., machinery) and the Ecoinvent database
version 3.4 [40], especially for background processes, has been used. Indeed, the Ecoinvent database
provides data and information about processes and activities, detailing their geographical location in
order to locate inventory processes in the space and in the market. In some cases, the level of detail
refers to vast regions (for example Europe without Switzerland, Canada without Quebec), in other cases
to a specific country. In this analysis, processes referred to the Italian context have been used when
available, namely, those related to the electrical energy mix, otherwise the European context has been
chosen as reference.
The transportation and the recycling process of the inert waste material are also taken into
account; the allocation approach used for the end of life process is based on a mass criterion that the
ISO Standards identifies as one of the preferable criteria to adopt when it is not possible to divide the
process into different sub-processes [41].
Details of the main data collected during the inventory analysis are included in Appendix A at
the end of the paper.
2.1.3. Impact Assessment Methodology
The assessment of the glazed porcelain stoneware tiles life cycle has been carried out with IMPACT
2002+ [42]. This method has been chosen for the reason that it proposes a combination of a midpoint
and an endpoint approach; the former reduces the degree of uncertainty but may be less helpful
in decision making than the latter. All midpoint scores are related to the four damage categories
Human health, Ecosystem quality, Climate change and Resources. Furthermore, normalization can be
performed either at the midpoint or at the endpoint level. IMPACT 2002+ method has been modified
considering both the midpoint level and the endpoint levels. In order to use a more representative index
of the system considered and to take into account some shortcomings and limitation of the method,
the authors have implemented the following modifications [43]:

•
•

•

Land occupation impact category has been estimated using basic indicators of both land
occupation and transformation;
Mineral extraction impact category has been characterised considering some additional resources
such as silver, gravel, sand, lithium, bromine and water in ground derived from the category
minerals of Eco-indicator 99 [44] with the same characterisation factors;
Human health indoor and Human health local categories have been introduced in order to
evaluate, with a preliminary method, the impacts arising from air emissions, on both workers
(indoor scale) and people living in the area surrounding the factories (local scale). However, as these
two categories of damage, are not indicated in the tables on the following pages, because they
only show the impact categories. In particular, the impact categories Non-carcinogens, indoor,
Carcinogens, indoor, Respiratory organics, indoor and Respiratory inorganics, indoor are linked
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to the Human health, indoor damage category; the impact categories Non-carcinogens, local,
Carcinogens, local, Respiratory organics, local and Respiratory inorganics, local are linked to
the Human health, local damage category. The method used for the evaluation of indoor and
local emissions has been build following Eco-indicator 99 framework and the Gaussian Plume
Modelling [45], a stationary model used to simulate the air pollutants dispersion into air emitted
from a chimney. The damage local factor (DFloc), expressed in DALY/kg, has been calculated by
dividing the damage factor of Eco-indicator 99 of the analysed substance, (DFEI99), by the fate
factor (FFEI99) and the density population (PDEI99) and multiplying the obtained value by local
factor (FFloc) and local population density (PDloc, calculated as the average population density of
the ceramic district municipalities). The equation is the following:
DFloc = DFEI99 × FFloc × PDloc/FFEI99/PDEI99

•

where FFloc = Cloc /Eloc is the local fate factor, Eloc is the local emission value (the hypothesized
emitted area is 3 × 108 m2 , corresponding to the Sassuolo district area), calculated by Eco-indicator
99 formula and Cloc is the local concentration, calculated by Gaussian Plume Modelling formula.
The same equation has been used for the evaluation of indoor emissions by replacing FFloc and
PDloc with FFind and PDind.
Production costs category has been added in order to perform the LCC along with LCA.
In particular, the characterisation and damage factors have been set at 1, the normalization
factor is represented by the inverse of a European citizen average annual wage and the weighting
factor has been set at zero in order to not increase the total final environmental damage and
therefore keep separate the two different assessments.

2.2. Life Cycle Costing and Evaluation of Externalities
Another life-cycle based methodology, firstly adopted by the US Department of Defence in the
mid-1960s for the acquisition of high-cost military equipment, is the Life Cycle Costing (LCC) [46].
The LCC is defined as the “methodology for the systematic economic evaluation of life cycle costs over
a period of analysis, as defined in the agreed scope” by the International Standard for the life-cycle
costing is the BS ISO 15686-5:2008 “Buildings and constructed assets—Service life planning—Part 5:
Life cycle costing” [47]. The Life Cycle Costing represents a useful complement to the Life Cycle
Assessment in order to drive the market towards more sustainable products, taking into consideration
both the price and information about costs incurred in the use and end-of-life phases [48]. In addition,
the evaluation of the externalities can be assessed. The external costs represent the monetized costs
imposed on society of direct and indirect damage caused by pollutants emitted during the manufacture
of a product or rendering of services, which are not paid by the producers or the consumers nor
considered in production or consumption decisions [49]. The main challenges in this analysis are
related to the quantification of the external costs, often very difficult and unclear and their adequate
translation into monetary values.
For economic evaluation (LCC) all internal costs related to the porcelain stoneware tiles
production, primary data from the analysis of the financial statements of Italian ceramic companies filed
with the Chambers of Commerce of Modena and Reggio Emilia, have been collected. In this evaluation,
the “from cradle to gate” approach has been adopted hence, only the internal production costs have
been assessed. In future research steps, the system boundaries will be extended in order to consider
the “from cradle to grave approach” also for the LCC, as suggested by Klöpffer [48]. In the modelling
of the system, it has been considered that the raw waste and a certain amount of unused water were
reintroduced in the production process given an environmental credit. All primary data refer to the
year 2016.
For LCC Inventory the following cost items have been considered:

•

expenses for goods and services;
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change in raw mat., consume, goods stock;
for use of third parties’ assets;
cost of human resources;
other operating expenses;
amortization and depreciation;
provisions for risks and others;
financial income and charges;
extraordinary earnings and charges;
taxes;
the result of third parties.

In addition to the internal costs, also the evaluation of the externalities has been carried out
by using the EPS 2015dx assessment method, implemented in SimaPro, considering the entire life
cycle of the tiles. For both LCC and evaluation of externalities, the same functional of the LCA have
been adopted.
2.3. Social Life Cycle Assessment
The third dimension of sustainability is the social one; evaluating social sustainability means
analysing and estimating both positive and negative impacts of a product or process on the society [50].
The reference document for the social evaluation is the Guidelines for social life cycle assessment
of products, published by the United Nations Environment Programme (UNEP) in 2009; the Guidelines
are in line with the ISO 14040-14044 and follow the same four-step framework of the LCA. They provide
a skeleton for the stakeholder engagement and social assessment; a detailed description of stakeholder
groups, impact categories and subcategories that can be considered in the analysis is given, not expecting
to provide an exhaustive overview of the system [51].
However, collecting data about the social conditions related to the manufacturing, use and end
of life of a specific product is difficult because the supply chain often involves a great number of
stakeholders in different countries with different working and living conditions and furthermore
there is sometimes a lack of transparency in these supply chains. Moreover, social aspects are often
evaluable in a qualitative way and there are some difficulties in translating them into quantitative or
otherwise comparable indicators. In order to overcome this obstacle and provide detailed information
on supply chain human rights and working conditions, the Social Hotspots Database (SHDB) was
launched in 2009, developed by New Earth. The SHDB is a tool for identifying, prioritizing the social
hotspots and evaluating the potential impacts for the specific sector related to the analysed product,
in a specific country. The SHDB is based on a worker hours model derived from the Global Trade
Analysis Project, founded on annual wage payments and wage rates by country and sector; it covers
22 social themes, 113 countries and 57 economic sectors [52]. This tool has been used for a preliminary
assessment of the sustainability related to the production of the porcelain stoneware tiles.
2.4. Life Cycle Sustainability Assessment
Assessing the sustainability in a holistic and correct manner is, therefore, a big challenge because of
the complexity of each evaluation and the difficulty of integrating and weighting the three dimensions
within the framework of sustainability. In addition, Klöpffer underlines the importance of the Life Cycle
Thinking as a requirement for measuring sustainability and the importance of taking into account all the
three pillars because improving only a phase of the life cycle or a single dimension without considering
the possible negative effects in other phases or dimensions does not mean improving sustainability [48].
The methodological framework proposed for the Life Cycle Sustainability Assessment (LCSA) relies
on the validity of the following conceptual formula, formalised by Klöpffer:
LCSA = LCA + LCC + S-LCA
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The author identifies two options for developing a Life Cycle Sustainability Assessment. The first
option plans to perform three independent life cycle assessment without weighting the dimensions;
this approach ensures more transparency and clear information on the results but it does not
provide compensation nor integration between the three aspects of sustainability. In the second one,
impact categories of LCC and S-LCA are added to the typical impact categories of LCA, based on the
same Life Cycle Inventory (LCI) model. In the present work, the LCA, LCC and S-LCA assessments are
maintained separate, according to the first option; in future insights of the analysis, an integration
of the three assessments will be developed in order to define a comprehensive indicator for the
sustainability performance.
3. Results and Discussion
3.1. Life Cycle Assessment
3.1.1. Characterization
The assessment of the environmental damage has been made considering the process phases and
the annual ceramic tiles production of 52,455,661 m2 . Table 1 shows the characterized LCA results at
a midpoint level of the analysis.
The results are presented category by category; in order to perform an in-depth analysis,
the substance that contributes more to the environmental impact is identified for each impact category.
It is not possible to see this further information directly from the table of the results but it is necessary
to select each damage category inside the software calculation and identify the reference substance.
These data are shown in the form of additional tables that, for the sake of brevity, cannot be presented.
In addition, the process responsible for the emission or consumption of each specific substance is
indicated with the Ecoinvent name for scientific reasons and accuracy; anyway, a brief description of
the process is provided in order to better contextualize it within the system. The results indicate that:

•
•

•

•

•

•

•

the damage in Carcinogens impact category (51,343,182.55 kg C2 H3 Cl eq) is mainly due to the
substance Hydrocarbons, aromatic in the air (62.96%) generated during the tiles production process;
the damage in Non-carcinogens impact category (26,955,635.54 kg C2 H3 Cl eq) is mainly due
to the substance Arsenic in water (52.69%) related to the process Waste cement, hydrated {CH}
|treatment of, residual material landfill| APOS (Allocation at the Point of Substitution), U that
concerns the waste treatment of filter dust arose during the production phase;
the damage in Respiratory inorganics impact category (1,427,636.50 kg PM2.5 eq) is mainly due to
the substance Particulates, <2.5 µm in air (34.38%) related to the process Electricity, high voltage
{ID} |electricity production, lignite| APOS, U used for the production of the adhesive mortar for
the installation of the tiles;
the damage in Ionizing radiation impact category (8,775,127,595 Bq C-14 eq) is mainly due to the
substance Carbon-14 in the air (53.56%) related to the process Low-level radioactive waste {CH}
|treatment of, plasma torch incineration| APOS, U referred to the diesel used primarily for the
distribution of the tiles;
the damage in Ozone layer depletion impact category (125.91 kg trichlorofluoromethane, CFC-11
eq) is mainly due to the substance Methane, bromotrifluoro-, Halon 1301 in air (71.13%) related to
the process Petroleum {RoW} |petroleum and gas production, on shore| APOS, U referred to the
production of the diesel used primarily for the distribution of the tiles;
the damage in Respiratory organics impact category (495,585.56 kg C2 H4 eq) is mainly due to
the substance NMVOC (non-methane volatile organic compounds), unspecified origin in air
(74.43%) related to the process Road {CH} |construction| APOS, U referred to the construction
and maintenance of the roads;
the damage in Aquatic ecotoxicity impact category (3.04 × 1011 kg TEG water (triethylene glycol
equivalents into water)) is mainly due to the substance Aluminium in water (62.49%) related to
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the process Filter dust from Al electrolysis {CH} |treatment of filter dust from Al electrolysis,
residual material landfill| APOS, U that concerns the waste treatment of filter dust arose during
the production phase;
the damage in Terrestrial ecotoxicity impact category (3.64 × 1010 kg TEG soil) is mainly due
to the substance Zinc in soil (52.58%) related to the process Tyre wear emissions, lorry {RoW}
|treatment of| APOS, U referred to the waste treatment of lorries wear tyres;
the damage in Terrestrial acid/nutri impact category (20,109,067.27 kg SO2 soil) is mainly due to
the substance Nitrogen oxides in the air (74.62%) related to the process Transport, freight, inland
waterways, barge {RER} |processing| APOS, U for the provision of the raw materials by barge;
the damage in Land occupation impact category (256,577,750.7 m2org.arable) is mainly due to
the substance Occupation, an industrial area in raw (48.82%) concerning the soil occupation by
the facilities;
the damage in Aquatic acidification impact category (5,212,553.65 kg SO2 eq) is mainly due to
the substance Sulphur dioxide in the air (53.09%) related to the process Transport, freight, sea,
transoceanic tanker {GLO} |processing| APOS, U for the distribution of the tiles;
the damage in Aquatic eutrophication impact category (198,727.83 kg PO4 P-lim) is mainly due to
the substance Phosphate in water (51.66%) related to the process Sulfidic tailing, off-site {GLO}
|treatment of| APOS, U related to the landfilling of the copper that comes from the factory for
the production of adhesive mortar used for the installation;
the damage in Global warming impact category (1,248,606,269 kg CO2 eq) is mainly due to the
substance Carbon dioxide, a fossil in the air (93.04%) related to the tiles production process;
the damage in Non-renewable energy impact category (1.44 × 1010 MJ primary) is mainly due
to the substance Oil, crude in raw (57.07%) related to the process Petroleum {RoW} |petroleum
and gas production, on shore| APOS, U referred to the production of the diesel used for the
distribution of the tiles;
the damage in Mineral extraction impact category (1,216,648,100 MJ surplus) is mainly due to the
substance Water, turbine use, unspecified natural origin, IT in raw (59.59%) related to the process
Electricity, high voltage {IT} |electricity production, hydro, run-of-river| APOS, U used for the
tiles production process;
the damage in Renewable energy impact category (1,744,976,390 MJ) is mainly due to the substance
Energy, gross calorific value, in biomass in raw (61.64%) related to the process Coconut, dehusked
{PH} |coconut production, dehusked| APOS, U used for the production the soap required in the
used phase;
the damage in Non-carcinogens, indoor impact category (2.44 kg C2 H3 Cl eq) is mainly due to the
substance Formaldehyde, indoor in the air (99.33%) related to the air emissions generated by the
tiles production process;
the damage in Respiratory organics, indoor impact category (0.82 kg C2 H4 eq) is mainly due to
the substance Formaldehyde, indoor in the air (68.13%) related to the air emissions generated by
the tiles production process;
the damage in Respiratory inorganics, indoor impact category (0.70 kg PM2.5 eq) is mainly due to
the substance Nitrogen oxides, indoor in the air (62.11%) related to the air emissions generated by
the tiles production process;
the damage in Carcinogens, indoor impact category (307.95 kg C2 H3 Cl eq) is mainly due to
the substance Hydrocarbons, aromatic, indoor in the air (99.86%) related to the air emissions
generated by the tiles production process;
the damage in Non-carcinogens, local impact category (1,176,960.06 kg C2 H3 Cl eq) is mainly due
to the substance Formaldehyde, local in the air (99.34%) related to the air emissions generated by
the tiles production process;
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the damage in Carcinogens, local impact category (148,436,418.4 kg C2 H3 Cl eq) is mainly due
to the substance Hydrocarbons, aromatic, local in the air (99.86%) related to the air emissions
generated by the tiles production process;
the damage in Respiratory organics, local impact category (427,021.35 kg C2 H4 eq) is mainly due
to the substance Formaldehyde, local in the air (70.54%) related to the air emissions generated by
the tiles production process;
the damage in Respiratory inorganics, local impact category (337,379.13 kg PM2.5 eq) is mainly
due to the substance Nitrogen oxides, indoor in the air (62.11%) related to the air emissions
generated by the tiles production process.

3.1.2. Damage Assessment
In the previous paragraph, the midpoint approach has been adopted with the detailed analysis of
each impact category (see Table 1); in order to evaluate the environmental impacts on both a midpoint and
an endpoint level, the results in terms of damage categories are also considered. These two complementary
evaluations are assessed with the aim of giving a comprehensive evaluation of the environmental damage,
considering both the impact earlier and at the end of the cause-effect chain. The assessment of the
environmental damage has been made considering the process phases and the annual ceramic tiles
production of 52,455,661 m2 . Table 2 shows the LCA results at an endpoint level of the analysis.
The Damage Assessment analysis highlights that:

•

•

•

•

•

•

•

the damage in Human health category (1221.61 DALY) is primarily caused by the substance
Particulates, >2.5 µm in air (28.51%); the processes most responsible for this impact are the
distribution of ceramic tiles to the customer (23.01%), the manufacturing process (19.38%),
the installation phase (19.01%) the supply of raw materials for the mixture (15.75%) and the
use phase (13.32%);
the damage in Ecosystem quality category (603,753,996.9 PDF*m2 *years) is primarily caused
by the substance Zinc in soil (25.11%); the processes most responsible for this impact are the
distribution of ceramic tiles to the customer (31.07%), the soil occupation by the factories (22.59%),
the use phase (19.60%) and the supply of raw materials for the mixture (10.57%);
the damage in Climate change category (1,248,606,269 kg CO2 eq) is primarily caused by the
substance Carbon dioxide, fossil in air (93.04%); the processes most responsible for this impact are
the manufacturing process (36.73%), the distribution of ceramic tiles to the customer (23.03%),
the installation phase (14.20%), the supply of raw materials for the mixture (12.51%) and the use
phase (12.36%);
the damage in Resources category (1.56 × 1010 MJ primary) is primarily caused by the substance
Oil, crude in raw (52.62%); the processes most responsible for this impact are the distribution of
ceramic tiles to the customer (30.64%), the installation phase (20.80%), the supply of raw materials
for the mixture (15.86%), the use phase (15.73%) and the manufacturing process (14.99%);
the damage in Human health, indoor category (0.00136 DALY, Disability-Adjusted Life Years) is
primarily caused by the substance Hydrocarbons, aromatic, indoor in the air (63.29%); this impact
is related to the air emission during the manufacturing process;
the damage in Human health, local category (655.99 DALY) is primarily caused by the substance
Hydrocarbons, aromatic, local in the air (63.28%); this impact is related to the air emission during
the manufacturing process;
the damage in Renewable energy category (1,744,976,390 MJ) is primarily caused by the substance
Energy, gross calorific value, in biomass in raw (61.64%); the processes most responsible for this
impact are the use phase (56.26%), the manufacturing process (20.73%) and the installation phase
(10.98%).
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Table 1. Characterised results related to the life cycle of 52.5 × 106 m2 of porcelain stoneware tiles with midpoint indicators with IMPACT 2002+ modified method.
(Legend: Manufact.: Manufacturing; I. C.: Impact Categories; D.E.: Direct emissions; Prod.: Production; Pack.: Packaging; Distr.: Distribution; Install.: Installation;
EoL: End of Life; C.: Carcinogens; N. C.: Non Carcinogens; R. I.: Respiratory Inorganics; I. R.: Ionizing Radiation; O. L. D.: Ozone Layer Depletion; R. O.: Respiratory
Organics; A. E.: Aquatic Ecotoxicity; T. E.: Terrestrial Ecotoxicity; T. A/N.: Terrestrial Acid/Nutri; L. O.: Land Occupation; A. A.: Aquatic Acidification; A. E.: Aquatic
Eutrophication; G. W.: Global Warming; N. R. E.: Non Renewable Energy; M. E.: Mineral Extraction; R. E.: Renewable Energy; P. C.: Production Costs; N. C. I.: Non
Carcinogens, indoor; R. O. I.: Respiratory Organics, indoor; R. I. I. Respiratory Inorganics, indoor; C. I.: Carcinogens, indoor; N. C. I.: Non Carcinogens, indoor; C. L.:
Carcinogens, local; R. O. L.: Respiratory Organics, local; R. I. L.: Respiratory Inorganics, local).
I. C.

Unit

Total

D.E.

Raw Mat.
Body

C.
N. C.
R. I.
I. R.
O. L. D.
R. O.
A. E.
T. E.
T. A/N.
L. O.
A. A.
A. E.
G. W.
N. R. E.
M. E.
R. E.
P. C.
N. C. I.
R. O. I.
R. I. I.
C. I.
N. C. I.
C. L.
R. O. L.
R. I. L.

kg C2 H3 Cl eq
kg C2 H3 Cl eq
kg PM2.5 eq
Bq C-14 eq
kg CFC-11 eq
kg C2 H4 eq
kg TEG water
kg TEG soil
kg SO2 eq
m2org.arable
kg SO2 eq
kg PO4 P-lim
kg CO2 eq
MJ primary
MJ surplus
MJ
€
kg C2 H3 Cl eq
kg C2 H4 eq
kg PM2.5 eq
kg C2 H3 Cl eq
kg C2 H3 Cl eq
kg C2 H3 Cl eq
kg C2 H4 eq
kg PM2.5 eq

107

5.13 ×
2.7 × 107
1.43 × 106
8.78 × 109
1.26 × 102
4.96 × 105
3.04 × 1011
3.64 × 1010
2.01 × 107
2.57 × 108
5.21 × 106
1.99 × 105
1.25 × 109
1.44 × 107
1.22 × 109
1.74 × 109
5.21 × 109
2.44
8.19 × 10−1
7.00 × 10−1
3.08 × 102
1.18 × 106
1.48 × 108
4.27 × 105
3.37 × 105

1.25 × 108
-

106

3.32 ×
2.13 × 106
2.52 × 105
1.67 × 109
2.32 × 101
7.45 × 104
9.96 × 109
5.15 × 109
5.55 × 106
1.54 × 107
9.63 × 105
2.38 × 104
1.56 × 108
2.40 × 109
7.70 × 107
8.89 × 107
-

Manufact.

Glazes
105

6.05 ×
8.08 × 105
1.40 × 105
6.03 × 107
1.35
3.02 × 103
1.21 × 109
4.00 × 108
1.39 × 105
4.68 × 105
4.19 × 104
9.60 × 102
8.82 × 106
1.34 × 108
7.23 × 106
4.34 × 106
-

Prod.
107

2.70 ×
1.14 × 107
1.84 × 105
2.03 × 109
1.71 × 101
4.90 × 104
1.93 × 1011
1.81 × 109
3.59 × 106
9.04 × 106
9.07 × 105
1.75 × 104
4.59 × 108
1.64 × 109
6.96 × 108
3.62 × 108
5.21 × 109
2.44
8.19 × 10−1
7.00 × 10−1
3.08 × 102
1.18 × 106
1.48 × 108
4.27 × 105
3.37 × 105

Usage and Disposal
Pack.
106

1.81 ×
6.96 × 104
5.63 × 103
6.41 × 107
3.12 × 10−1
3.35 × 103
2.70 × 108
8.59 × 107
6.79 × 104
3.45 × 106
2.03 × 104
1.02 × 103
4.85 × 106
1.26 × 108
4.20 × 106
3.23 × 107
-

Distr.
106

7.08 ×
5.49 × 106
3.50 × 105
2.43 × 109
5.32 × 101
1.33 × 105
2.64 × 1010
2.07 × 1010
4.03 × 106
1.69 × 107
1.31 × 106
6.73 × 104
2.88 × 108
4.72 × 109
6.44 × 107
7.16 × 107
-

Install.
106

6.47 ×
3.45 × 106
2.91 × 105
1.51 × 109
1.60 × 101
8.05 × 104
6.33 × 1010
3.89 × 109
3.30 × 106
9.81 × 106
1.23 × 106
4.55 × 104
1.77 × 108
3.01 × 109
2.37 × 108
1.92 × 108
-

Use
106

4.96 ×
3.68 × 106
1.97 × 105
9.26 × 108
1.45 × 101
1.52 × 105
1.00 × 1010
3.99 × 109
3.38 × 106
7.60 × 107
7.15 × 105
4.10 × 104
1.54 × 108
2.35 × 109
1.04 × 108
9.82 × 108
-

EoL
1.34 × 105
−9.05 × 104
7.13 × 103
8.12 × 107
2.50 × 10−1
2.21 × 102
1.29 × 108
3.82 × 108
6.75 × 104
4.58 × 105
2.21 × 104
1.67 × 103
8.06 × 105
1.14 × 107
2.80 × 107
1.30 × 107
-
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Table 2. Damage assessment results (damage categories) related to the life cycle of 52.5 × 106 m2 of porcelain stoneware tiles with IMPACT 2002+ modified method
(Legend: Manufact.: Manufacturing; D. C.: Damage Categories; D.E.: Direct emissions; Prod.: Production; Pack.: Packaging; Distr.: Distribution; Install.: Installation;
EoL: End of Life; Eco. quality: Ecosystem quality; H. health, indoor: Human health, indoor; H. health, local: Human health, local; Ren. Energy: Renewable energy;
MJ p.: MJ primary).
D. C.

Unit

Total

D.E.

Raw Mat.
Body

Human health
Eco. quality
Climate change
Resources
H. health, indoor
H. health, local
Ren. Energy
Production costs

DALY
PDF*m2 *year
kg CO2 eq
MJ p.
DALY
DALY
MJ
€

103

1.22 ×
6.04 × 108
1.25 × 109
1.56 × 1010
1.36 × 103
6.56 × 102
1.74 × 109
5.21 × 109

1.36 × 108
-

102

1.92 ×
6.38 × 107
1.56 × 108
2.48 × 109
8.89 × 107
0.00

Manufact.

Glazes
102

1.02 ×
3.88 × 106
8.82 × 106
1.41 × 108
4.34 × 106
0.00

Prod.
102

2.37x
3.76 × 102
4.59 × 108
2.34 × 109
1.36 × 103
6.56 × 102
3.62 × 108
5.21 × 109

Pack.
9.23
4.52 × 106
4.85 × 106
1.30 × 108
3.23 × 107
-

Usage and Disposal
Distr.
102

2.81 ×
1.88 × 108
2.88 × 108
4.78 × 109
7.16 × 107
0.00

Install.
102

2.32 ×
4.81 × 107
1.77 × 108
3.25 × 109
1.92 × 1028
0.00

Use
102

1.63 ×
1.18 × 108
1.54 × 108
2.46 × 109
9.82 × 108
0.00

EoL
5.13
3.60 × 106
8.06 × 1025
3.95 × 107
1.30 × 107
0.00
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Table 3. Single Score results (damage categories) related to the life cycle of 52.5 × 106 m2 of porcelain stoneware tiles with IMPACT 2002+ modified method (Legend:
DAM. CAT.: Damage Categories; D.E.: Direct emissions; Prod.: Production; Pack.: Packaging; Distr.: Distribution; Install.: Installation; EoL: End of Life; Eco. quality:
Ecosystem quality; H. h., indoor: Human health, indoor; H. h., local: Human health, local).
D. C.

Unit

Total

Raw Mat.

D.E.
Body

Total
Human health
Eco. quality
Climate change
Resources
H. h, indoor
H. h., local

kPt
kPt
kPt
kPt
kPt
kPt
kPt

102

5.38 ×
1.72 × 102
4.41 × 101
1.26 × 102
1.03 × 102
1.92 × 10−4
9.25 × 101

9.95
9.95
-

101

6.39 ×
2.71 × 101
4.66
1.58 × 101
1.63 × 101
-

Manufact.

Glazes
101

1.65 ×
1.44 × 101
2.83 × 10−1
8.90 × 10−1
9.27 × 10−1
-

Prod.
102

1.90 ×
3.34 × 101
2.74
4.63 × 101
1.54 × 101
1.92 × 10−4
9.25 × 101

Usage and Disposal
Pack.

2.98
1.30
3.30 × 10−1
4.90 × 10−1
8.57 × 10−1
-

Distr.
102

1.14 ×
3.96 × 101
1.37 × 101
2.90 × 101
3.15 × 101
-

Install.
101

7.55 ×
3.27 × 101
3.51
1.79 × 101
2.14 × 101
-

Use
101

6.33 ×
2.29 × 101
8.64
1.56 × 101
1.62 × 101
-

EoL
1.33
7.23 × 10−1
2.63 × 10−1
8.14 × 10−2
2.60 × 10−1
-

Resources 2019, 8, 11

16 of 30

3.1.4. Uncertainty and Sensitivity Analysis
In the present work, an evaluation of data uncertainty has been carried out with Monte Carlo
(MC) simulation, one of the most used stochastic model for the evaluation of the uncertainty of LCI
parameters [53]. The MC analysis has been performed with 1000 iterations at the 95% confidence
level by using SimaPro, IMPACT 2002+ assessment method and considering the same system and
functional unit of the LCA. Each unit process of the Ecoinvent database is provided with a specification
of its uncertainty so it is possible to run the simulation [54]; it should be noted that the uncertainty is
related only to the database processes and not to the amount with which each process is allocated in
the analysed system.
The results of the MC simulation are illustrated in Table 4 that shows the mean, the median,
the standard deviation, the coefficient of variability (CV, that expresses the ratio between the standard
deviation and the mean and is useful for evaluating the relative magnitude of the uncertainty), the 2.5th
and 97.5th percentile (2.5% and 97.5% respectively).
Table 4. Uncertainties for characterized LCIA results related to the life cycle of the porcelain stoneware
tiles with IMPACT 2002+ assessment method.
Impact Category
Aquatic acidification
Aquatic ecotoxicity
Aquatic eutrophication
Carcinogens
Global warming
Ionizing radiation
Land occupation
Mineral extraction
Non-carcinogens
Non-renewable energy
Ozone layer depletion
Respiratory inorganics
Respiratory organics
Terrestrial acid/nutri
Terrestrial ecotoxicity

Unit
kg SO2 eq
kg TEG water
kg PO4 P-lim
kg C2 H3 Cl eq
kg CO2 eq
Bq C-14 eq
m2org.arable
MJ surplus
kg C2 H3 Cl eq
MJ primary
kg CFC-11 eq
kg PM2.5 eq
kg C2 H4 eq
kg SO2 eq
kg TEG soil

Mean
106

5.23 ×
3.07 × 1011
1.99 × 105
3.64 × 107
1.25 × 109
9.03 × 109
1.97 × 108
3.10 × 107
2.62 × 107
1.44 × 1010
1.27 × 102
1.11 × 106
4.79 × 105
2.02 × 107
3.64 × 1010

Median
106

5.19 ×
2.52 × 1011
1.78 × 105
3.61 × 107
1.24 × 109
7.17 × 109
1.96 × 109
3.00 × 107
2.16 × 107
1.44 × 1010
1.17 × 102
1.10 × 106
4.72 × 105
2.01 × 107
3.54 × 1010

SD

CV
105

4.04 ×
1.83 × 1011
9.45 × 104
2.15 × 106
4.23 × 107
6.96 × 109
1.08 × 107
6.55 × 106
1.64 × 107
1.35 × 109
4.18 × 101
6.68 × 104
4.98 × 104
1.36 × 106
4.74 × 109

7.73
5.96 × 101
4.74 × 101
5.90
3.39
7.70 × 101
5.46
2.11 × 101
6.26 × 101
9.38
3.28 × 101
6.01
1.04 × 101
6.72
1.30 × 101

2.5%
106

4.54 ×
1.41 × 1011
1.19 × 105
3.35 × 107
1.17 × 109
3.84 × 109
1.80 × 108
2.23 × 107
1.41 × 107
1.21 × 1010
7.74 × 101
9.99 × 105
4.02 × 105
1.80 × 107
3.13 × 1010

97.5%
6.10 × 106
8.02 × 1011
4.29 × 105
4.15 × 107
1.33 × 109
2.47 × 1010
2.21 × 108
4.73 × 107
6.81 × 107
1.72 × 1010
2.28 × 102
1.26 × 106
5.96 × 105
2.32 × 107
4.79 × 1010

The results show that the uncertainty mainly affects Ionizing radiation, Non-carcinogens,
Aquatic ecotoxicity and Aquatic eutrophication impact categories (CV: 77.0%, 62.6%, 59.6%, 47.4%
respectively). A lower degree of uncertainty is introduced into Ozone layer depletion, Mineral extraction,
Terrestrial ecotoxicity and Respiratory organics scores (CV: 32.8%, 21.1%, 13.0%, 10.4% respectively)
while Non-renewable energy, Aquatic acidification, Terrestrial acid/nutria, Respiratory inorganics,
Carcinogens, Land occupation and Global warming are affected less by uncertainty (CV: 9.4%, 7.7%, 6.7%,
6.0%, 5.9%, 5.5%, 3.4% respectively). In particular, for the four most affected categories, the substances
that mostly contribute to the environmental damage have been identified (with IMPACT 2002+
assessment method) together with their coefficient of variation:

•
•
•
•

for Ionizing radiation impact category, the impact is mainly due to the substances Carbon-14 in
air (CV: 32%) and Radon-222 in air (CV: 160%);
for Non-carcinogens impact category, the impact is mainly due to the substance Arsenic in water
(CV: 166%);
for Aquatic ecotoxicity impact category, the impact is mainly due to the substances Aluminum in
water (CV: 64%) and Copper in water (CV: 59%);
for Aquatic eutrophication impact category, the impact is mainly due to the substances Phosphate
in water (CV: 43%) and COD, Chemical Oxygen Demand in water (CV: 36%).

The selection of the assessment method represents another critical point of the LCA and involves
a certain level of uncertainty; therefore, each assessment method considers different impact and
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Table 5. Increase of the damage between the calculation with IMPACT 2002+ original method and the
Table
5. Increase
modified
one. of the damage between the calculation with IMPACT 2002+ original method and the
modified one.
Increase Total D. E. Body Glazes
Prod.
Pack.
Distr.
Inst.
Use
EoL

Increase
(%)
[%]

Total
36.12
36.12

D. E.
32.62
32.62

Body
10.22

10.22

Glazes Prod. Pack.
29.87
113.94
14.45
29.87
113.94 14.45

Distr.
12.88

12.88

Inst.
14.81

14.81

Use
9.62
9.62

EoL
53.75
53.75
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Table 6. Internal costs related to production of the porcelain stoneware tiles.
Table 6. Internal costs related to production of the porcelain stoneware tiles.
Cost Factors
Unit
Costs

Cost Factors
Expenses for goods and services
Expenses
goods
and
services
Use offor
third
parties
assets
Use
parties
assets
Costofofthird
Human
Resources
Other
expenses
Cost
of operating
Human Resources
Amortization
and depreciation
Other operating
expenses
Amortization and depreciation
Provisions for risks and others
Revaluations and impairments
Taxes

Unit
€
€€
€€
€€
€€
€
€
€
€

Costs

3.36 × 108
3.36×x 10
1068
7.36
7.36×x 10
1086
1.10
1.44
1.10×x 10
1078
7
3.27
×
10
1.44 x 107

3.27 x 107
8.92 x 105
2.21 x 106
1.61 x 107
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Table 6. Cont.
Cost Factors

Unit

Costs

Provisions for risks and others
Revaluations and impairments
Taxes
Result of third parties
Total production costs

€
€
€
€
€

8.92 × 105
2.21 × 106
1.61 × 107
1.40 × 106
5.21 × 108

3.2.2. Evaluation of Externalities
In addition, the externalities related to the process under study have been assessed. Due to
the IMPACT 2002+ method used for the environmental assessment does not allow to evaluate the
external costs, a further analysis with the EPS 2015dx method has been performed. The EPS 2015dx
endpoint method provides a single weighted score for the environmental load, based on a monetarization
of all the impacts related to a product chain. The willingness to pay to restore environmental changes is
the monetary measurement and the ELU (Environmental Load Unit), which correspond to one Euro
environmental damage cost, is the unit of measurement.
Table 7 shows the weighting results obtained with EPS 2015dx calculation for the entire life cycle
of the porcelain stoneware tiles. The results indicate that:

•

•

the total damage is 769.16 MPt (=106 ELU = 106 €) due to the distribution of ceramic tiles to the
customer (29.66%), the installation phase (24.81%), the use phase (14.28%), the supply of mixture
raw materials (13.92%) and the manufacturing stages (13.86%);
the damage category that mainly contributes to the total damage is Abiotic resources (68.78%),
followed by Human health (30.52%), Ecosystem services (0.66%), Access to water (0.04%), Building
technology (0.006%) and Biodiversity (0.002%).
Table 7. Weighting results (damage categories) related to the life cycle of 52.5 × 106 m2 of porcelain
stoneware tiles with EPS 2015dx method (Legend: D. C.: Damage Categories; Product.: Production;
Packag.: Packaging; Distrib.: Distribution; Install.: Installation; EoL: End of Life; E. S.: Ecosystem
services; A. W.: Access to water; Biod.: Biodiversity; B. T.: Building Technology; H. H.: Human Health;
A. R.: Abiotic Resources).
D. C.
Total
E. S.
A. W.
Biod.
B. T.
H. H.
A. R.

Unit
MPt
MPt
MPt
MPt
MPt
MPt
MPt

Total
7.69 × 102
5.04
3.03 × 10−1
1.91 × 10−2
4.30 × 10−2
2.35 × 102
5.29 × 102

Body
1.07 × 102
6.62 × 10−1
3.78 × 10−2
2.15 × 10−3
5.53 × 10−3
2.99 × 101
7.64 × 101

Raw Mat.

Manufact.

Usage and Disposal

Glazes

Product.

Packag.

Distrib.

Install.

Use

EoL

1.76 × 101
−2.18 × 10−3
−1.83 × 10−3
−8.28 × 10−5
−3.33 × 10−4
1.26 × 101
5.00

1.07 × 102
1.85
1.15 × 10−1
7.96 × 10−3
1.72 × 10−2
6.47 × 101
3.99 × 101

4.46
2.04 × 10−2
1.24 × 10−3
6.67 × 10−5
1.75 × 10−4
9.89 × 10−1
3.45

2.28 × 102
1.15
6.98 × 10−2
3.82 × 10−3
9.66 × 10−3
5.23 × 101
1.75 × 102

1.91 × 102
7.40 × 10−1
4.35 × 10−2
2.51 × 10−3
5.87 × 10−3
4.04 × 101
1.50 × 102

1.10 × 102
6.14 × 10−1
3.80 × 10−2
2.72 × 10−3
4.88 × 10−3
3.33 × 101
7.58 × 101

4.63
1.78 × 10−3
9.78 × 10−5
9.30 × 10−6
−1.39 × 10−5
4.95 × 10−1
4.14

3.3. Social Life Cycle Assessment
In order to carry out a preliminary social analysis, the Social Hotspots Database has been used,
considering the construction sector in the Italian context. According to Benoît Norris, the choice of the
functional unit should be based on physical properties and then translated into economic value using the
price [34]. In particular, this economic value has to be converted into USD 2002 (US Dollars) because this
is the reference unit of the Global IO model currently implemented in the SHDB. Therefore, in this study,
the functional unit is represented by the economic value, in USD 2002, of the tiles production in 2016
(5,526,070,000 €), in order to consider the same functional unit of LCA and LCC. The results of the
preliminary social analysis are shown in Table 8 in terms of impact and damage categories.
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Table 8. Preliminary Single Score results of the Social Life Cycle Assessment, by impact categories (a) and
damage categories (b), with Social LCA Method 2 V2.00/Standard of the porcelain stoneware tiles.
(a)
Impact Categories
Child Labor
Forced Labor
Excessive Working Time
Injuries & Fatalities
Toxics & Hazards
Poverty Wage 2
Poverty Wage 1
Migrant Labor
Collective Bargaining etc.
Indigenous Rights
Gender Equity
High Conflict
Legal System
Corruption
Drinking Water
Improved Sanitation
Hospital Beds
Inadequate social benefits
TOTAL

(b)
Unit
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt

Impact
108

3.42 ×
3.54 × 108
4.18 × 108
3.07 × 109
3.72 × 109
2.30 × 108
1.88 × 108
5.29 × 108
1.78 × 109
0.00
5.06 × 108
4.54 × 108
5.95 × 108
1.45 × 109
2.28 × 108
2.52 × 108
1.02 × 108
4.25 × 108
1.46 × 1010

Damage Categories

Unit

Damage

Labor Rights & Decent Work
Health & Safety
Human Rights
Human Rights
Community Infrastructure

Pt
Pt
Pt
Pt
Pt

4.27 × 109
6.79 × 109
9.60 × 108
2.04 × 109
2.04 × 109

Pt

1.46 × 1010

Further developments in the study will provide an in-depth analysis of the social dimension by
following the indication of the UNI EN 16309:2014 that provides rules for the assessment of the social
performance of new and existing buildings, adapting it to the ceramic tiles.
The results, shown in Table 8, indicate that:

•

•
•

•
•
•

the total damage is 1.46 × 1010 Pt, due to Health & Safety (46.39%) followed by Labor
Rights & Decent Work (29.14%), Governance (13.93%), Human rights (6.56%) and Community
Infrastructure (3.98%);
the substance responsible for the main impact in Health & Safety category is OHSTox: LYL airborne
particulates: MR (30.43%) related to the process Construction/IT;
the substance responsible for the main impact in Labor Rights & Decent Work category is
LR&DW:MW: migrant workers treated unfair (qualitative): VH (7.77%) related to the process
Electricity/UA;
the substance responsible for the main impact in Governance category is Gov: Corruption: Overall
Risk of Corruption: HR (48.76%) related to the process Construction/IT;
the substance responsible for the main impact in Human rights category is HR: High CZ: Overall
Risk for High Conflict: VH (27.21%) related to the process Commerce/CN;
the substance responsible for the main impact in Community Infrastructure category is CI:
Sanitation: No Access-total: HR (24.05%) related to the process Commerce/CN.
Legend:

•
•
•
•
•
•
•

OHSTox: Occupational Toxics & Hazards
LYL: Life Years Lost
LR&DW: Labor Rights & Decent Work
MW: Migrant Workers
Gov: Governance
HR: Human Rights
High CZ: High Conflict Zones
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CI: Community Infrastructure
IT: ItalyUA: Ukraine
CN: China
MR: Medium Risk
HR: High Risk
VH: Very high risk

4. Sustainability Performance Indicators (SPIs) Framework
The Italian ceramic tile industry concentrates 80% of its production on an inter-municipal area of
about 350 km2 known as “the ceramic district of Sassuolo”. In 2017, 145 Italian ceramic companies
produced 422 million square metres of ceramic tiles, employing around 20,000 people. Of these 338
million square metres were exported to foreign markets [40]. The strengths of the Italian ceramic district
are the ability to innovate and compact supply chain. It is in fact the continuous innovation in materials,
design and product characteristics that has allowed us to reposition production firmly on the market
segments with the highest added value and the lowest rate of competition, expanding the range of use
of ceramics (indoor or outdoor and no longer just for bathrooms and kitchens). This innovative capacity
is achieved thanks to a complete local supply chain with a strong capacity for interaction between the
players who are part of it, from large companies to niche ones. The propensity for innovation of the
Italian ceramic industry has made this sector a world reference in terms of technologies (plants and
machinery), materials (glazes and inks for decoration, adhesives and additives for laying ceramic tiles)
and design (Italian excellence fashion) [55].
At the same time, the Italian district has also developed an avant-garde regulatory framework
in the field of the environment, health and safety of workers, which has become the reference for
other countries with a great ceramic tradition in Europe (such as Spain and Portugal) and around the
world [56]. Therefore, the world’s ceramic producers refer to the Italian ceramic district to acquire
the best technologies, materials and the most advanced organizational procedures for manufacturing
and logistics. The companies of the district have also enhanced the “made in Italy” in terms of social
responsibility, thanks to the development and adoption of numerous best practices in manufacturing
aimed at saving the environment and the territory [57]. In this context, the Italian ceramic industry is
already a global reference point for technological innovation, design and environmental regulations,
so the environmental and socio-economic assessment of a representative sample of ceramic tile
manufacturers of porcelain stoneware in the district of Sassuolo, is a significant benchmark because it
can provide a quantitative representation of the best current technologies in this industrial field.
In order to define reference values in terms of sustainability indices for the production and use of
porcelain stoneware tiles, after having carried out the analyses to assess the impact on the population
of tile producers taken from the sample, the calculation was repeated by changing the reference flow:
from the total production (52,455,661 m2 ) to 1 m2 of ceramic tiles.
Table 9 crosses the environmental impacts, subdivided by impact category, with the three main
phases of the production process: procurement of raw materials (for ceramic bodies and glazes),
manufacturing (production and packaging), use and disposal (distribution, installation, use and end
of life). The high level of detail of these indicators (impact category for each stage of the process) and
their reference to 1 m2 of porcelain stoneware tiles, allows us to consider them as effective Environmental
Performance Indicators (KePIs). In addition, the results related to the damage assessment (a) and single
score (b) are shown in Table 10, with respect to 1 m2 of stoneware tiles in order to consider also the
endpoint indicators as KePIs from an endpoint perspective.
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Table 9. Characterised results of 1 m2 of ceramic tiles with midpoint indicators with IMPACT 2002+ modified method (Legend: I. C.: Impact Categories; D.E.: Direct
emissions; Prod.: Production; Pack.: Packaging; Distr.: Distribution; Install.: Installation; EoL: End of Life; C.: Carcinogens; N. C.: Non Carcinogens; R. I.: Respiratory
Inorganics; I. R.: Ionizing Radiation; O. L. D.: Ozone Layer Depletion; R. O.: Respiratory Organics; A. E.: Aquatic Ecotoxicity; T. E.: Terrestrial Ecotoxicity; T. A/N.:
Terrestrial Acid/Nutri; L. O.: Land Occupation; A. A.: Aquatic Acidification; A. E.: Aquatic Eutrophication; G. W.: Global Warming; N. R. E.: Non Renewable
Energy; M. E.: Mineral Extraction; R. E.: Renewable Energy; P. C.: Production Costs; N. C. I.: Non Carcinogens, indoor; R. O. I.: Respiratory Organics, indoor; R. I. I.
Respiratory Inorganics, indoor; C. I.: Carcinogens, indoor; N. C. I.: Non Carcinogens, indoor; C. L.: Carcinogens, local; R. O. L.: Respiratory Organics, local; R. I. L.:
Respiratory Inorganics, local).
I. C.

Unit

Total

Raw Mat.

D.E.
Body

10−1

-

6.33 ×

10−2

Manufact.

Glazes
10−2

Prod.
10−1

Usage and Disposal
Pack.
10−2

Distr.
10−1

Install.
10−1

Use
10−2

C.

kg C2 H3 Cl eq

9.79 ×

N. C.

kg C2 H3 Cl eq

5.14 × 10−1

-

4.05 × 10−2

1.54 × 10−2

2.18 × 10−1

1.33 × 10−3

1.05 × 10−1

6.58 × 10−2

7.02 × 10−2

R. I.
I. R.
O. L. D.
R. O.
A. E.
T. E.
T. A/N.
L. O.
A. A.
A. E.
G. W.
N. R. E.
M. E.
R. E.
P. C.
N. C. I.
R. O. I.
R. I. I.
C. I.
N. C. I.
C. L.
R. O. L.
R. I. L.

kg PM2.5 eq
Bq C-14 eq
kg CFC-11 eq
kg C2 H4 eq
kg TEG water
kg TEG soil
kg SO2 eq
m2org.arable
kg SO2 eq
kg PO4 P-lim
kg CO2 eq
MJ primary
MJ surplus
MJ
€
kg C2 H3 Cl eq
kg C2 H4 eq
kg PM2.5 eq
kg C2 H3 Cl eq
kg C2 H3 Cl eq
kg C2 H3 Cl eq
kg C2 H4 eq
kg PM2.5 eq

2.72 × 10−2
1.67 × 10−2
2.40 × 10−6
9.45 × 10−3
5.80 × 103
6.94 × 102
3.83 × 10−1
4.89
9.94 × 10−2
3.79 × 10−3
2.38 × 101
2.74 × 102
2.32 × 101
3.33 × 101
9.93 × 101
4.66 × 10−8
1.56 × 10−8
1.33 × 10−8
5.87 × 10−8
2.24 × 10−2
2.83
8.14 × 10−3
6.43 × 10−3

2.38
-

4.81 × 10−3
3.18 × 101
4.43 × 10−7
1.42 × 10−3
1.90 × 102
9.82 × 101
1.06 × 10−1
2.93 × 10−1
1.84 × 10−2
4.53 × 10−4
2.98
4.57 × 10−1
1.47
1.69
-

2.67 × 10−3
1.15
2.58 × 10−8
5.75 × 10−5
2.31 × 101
7.63
2.65 × 10−3
8.93 × 10−3
7.99 × 10−4
1.83 × 10−5
1.68 × 10−1
2.55
1.38 × 10−1
8.28 × 10−2
-

3.51 × 10−3
3.87 × 101
3.26 × 10−7
9.34 × 10−4
3.67 × 103
3.45 × 101
6.84 × 10−2
1.72 × 10−1
1.73 × 10−2
3.34 × 10−4
8.74
3.14 × 101
1.33 × 101
6.89
9.93 × 101
4.66 × 10−8
1.56 × 10−8
1.33 × 10−8
5.87 × 10−6
2.24 × 10−2
2.83
8.14 × 10−3
6.43 × 10−3

1.07 × 10−4
1.22
5.95 × 10−9
6.39 × 10−5
5.15
1.64
1.29 × 10−3
6.57 × 10−2
3.88 × 10−4
1.94 × 10−5
9.24 × 10−2
2.40
8.01 × 10−2
6.16 × 10−1
-

6.67 × 10−3
4.64 × 101
1.01 × 10−6
2.53 × 10−3
5.04 × 102
3.94 × 102
7.68 × 10−2
3.23 × 10−1
2.49 × 10−2
1.28 × 10−3
5.48
9.00 × 101
1.23
1.37
-

5.55 × 10−3
2.88 × 101
3.04 × 10−7
1.53 × 10−2
1.21 × 103
7.42 × 101
6.28 × 10−2
1.87 × 10−1
2.35 × 10−2
8.68 × 10−4
3.38
5.74 × 101
4.51
3.65
-

3.76 × 10−3
1.76 × 101
2.76 × 10−7
2.90 × 10−3
1.91 × 102
7.61 × 101
6.43 × 10−2
1.45
1.36 × 10−2
7.82 × 10−4
2.94
4.49 × 10−1
1.97
1.87 × 10−1
-

1.15 ×

5.14 ×

3.45 ×

1.35 ×

1.23 ×

9.45 ×

EoL
2.55 × 10−3
−1.73 ×
10−3
1.36 × 10−4
1.55
4.76 × 10−9
4.21 × 10−6
2.47
7.28
1.29 × 10−3
8.72 × 10−3
4.21 × 10−4
3.19 × 10−5
1.54 × 10−2
2.18 × 10−1
5.34 × 10−1
2.47 × 10−1
-
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Table 10. Damage Assessment (a) and Single Score (b) indicators with IMPACT 2002+ modified method related to 1 m2 of porcelain stoneware tiles (Legend: DAM.
CAT.: Damage Categories; D.E.: Direct emissions; Product.: Production; Pack.: Packaging; Distr.: Distribution; Install.: Installation; EoL: End of Life; H. H.: Human
Health; Eco. Q.: Ecosystem Quality; Cl. Ch.: Climate Change; Res: Resources; H. H.,i.: Human Health, indoor; H. H.,l.: Human Health, local; R. En.: Renewable
Energy; P. C.: Production Costs).
(a)
D. C.

Unit

Total

D.E.

H. H.
Eco. Q.
Cl. Ch.
Res.
H. H., i.
H. H., l.
R. En.
P. C.

DALY
PDF*m2 *year
kg CO2 eq
MJ primary
DALY
DALY
MJ
€

2.33 × 10−5
1.15 × 101
2.38 × 101
2.98 × 102
2.59 × 10−11
1.25 × 10−5
3.33 × 101
9.93 × 101

2.60
-

Raw Mat.

Manufact.

Usage and Disposal

Body

Glazes

Prod.

Pack.

Distr.

Install.

Use

EoL

3.67 × 10−6
1.22
2.98
4.72 × 101
1.69
0.00

1.95 × 10−6
7.40 × 10−2
1.68 × 10−1
2.69
8.28 × 10−2
0.00

4.51 × 10−6
7.16 × 10−1
8.74
4.46 × 101
2.59 × 10−11
1.25 × 10−5
6.89
9.93 × 101

1.76 × 10−7
8.61 × 10−2
9.24 × 10−2
2.48
6.16 × 10−1
-

5.36 × 10−6
3.58
5.48
9.12 × 10−1
1.37
0.00

4.43 × 10−6
9.17 × 10−1
3.38
6.19 × 101
3.65
0.00

3.10 × 10−6
2.26
2.94
4.68 × 101
1.87 × 101
0.00

9.78 × 10−8
6.86 × 10−2
1.54 × 10−2
7.52 × 10−1
2.47 × 10−1
0.00

(b)
D. C.

Unit

Total

D.E.

Total
H. H.
Eco. Q.
Cl. Ch.
Res.
H. H., i.
H. H., l.

kPt
kPt
kPt
kPt
kPt
kPt
kPt

1.02 × 10−5
3.28 × 10−6
8.40 × 10−7
2.40 × 10−6
1.96 × 10−6
3.66 × 10−12
1.76 × 10−6

1.90 × 10−7
1.90 × 10−7
-

Raw Mat.

Manufact.

Usage and Disposal

Body

Glazes

Product.

Pack.

Distr.

Install.

Use

EoL

1.22 × 10−6
5.17 × 10−7
8.88 × 10−8
3.01 × 10−7
3.11 × 10−7
-

3.14 × 10−7
2.74 × 10−7
5.40 × 10−9
1.70 × 10−8
1.77 × 10−8
-

3.63 × 10−6
6.36 × 10−7
5.23 × 10−8
8.83 × 10−7
2.94 × 10−7
3.66 × 10−12
1.76 × 10−6

5.68 × 10−8
2.48 × 10−8
6.29 × 10−8
9.33 × 10−9
1.63 × 10−8
-

2.17 × 10−6
7.56 × 10−7
2.61 × 10−7
5.54 × 10−7
6.00 × 10−7
-

1.44 × 10−6
6.24 × 10−7
6.69 × 10−8
3.41 × 10−7
4.07 × 10−7
-

1.21 × 10−6
4.37 × 10−6
1.65 × 10−7
2.97 × 10−7
3.08 × 10−7
-

2.53 × 10−8
1.38 × 10−8
5.00 × 10−9
1.55 × 10−9
4.95 × 10−9
-
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As in the case of environmental impact, the reference flow has also been changed in the case
of economic impact. The new LCC calculation made it possible to determine internal costs (broken
down by cost factors) and externalities (broken down by impact categories) for 1 m2 of porcelain
stoneware tiles. The new microeconomic performance indicators and externalities are shown in terms of
internal costs (Table 11) and externalities (Table 12). As far as external costs are concerned, the results
obtained from the processing of the economic performances of the manufacturing companies on a
sample basis, mediate very different results. In fact, operational efficiency can be very different even
between companies in the same industry and in the same district and this, of course, has an impact
on the cost structure. For example, the purchasing power of factors of production (raw materials and
labour) can differ according to company size and production volumes. On the contrary, external costs
can be considered representative because they relate to the technologies used and the production process,
which are standardized for the entire Italian ceramic industry.
Table 11. Microeconomic performance indicators related to 1 m2 of porcelain stoneware tile.
Cost Factors

Unit

Internal Costs

Expenses for goods and services
Use of third parties assets
Cost of Human Resources
Other operating expenses
Amortization and depreciation
Provisions for risks and others
Revaluations and impairments
Taxes
Result of third parties
Total production costs

€/m2

6.40
0.14
2.09
0.27
0.62
0.02
0.04
0.31
0.03
9.93

€/m2
€/m2
€/m2
€/m2
€/m2
€/m2
€/m2
€/m2
€/m2

Table 12. Externalities related to 1 m2 of porcelain stoneware tile (Legend: D. C.: Damage Categories;
Prod.: Production; Pack.: Packaging; Distr.: Distribution; Install.: Installation; EoL: End of Life; E. S.:
Ecosystem services; A. W.: Access to water; Biod.: Biodiversity; B. T.: Building Technology; H. H.:
Human Health; A. R.: Abiotic Resources).
D.C.
E. S.
A. W.
Biod.
B. T.
H. H.
A. R.
TOT.

Unit
MPt
MPt
MPt
MPt
MPt
MPt
MPt

Total
9.61 × 10−8
5.78 × 10−9
3.65 × 10−10
8.19 × 10−10
4.47 × 10−6
1.01 × 10−5
1.47 × 10−5

Raw Materials

Body
1.26 × 10−8
7.21 × 10−10
4.09 × 10−11
1.05 × 10−10
5.71 × 10−7
1.46 × 10−6
2.04 × 10−6

Manufacturing

Usage and Disposal

Glazes

Prod.

Pack.

Distr.

Inst.

Use

EoL

–4.16 × 10−11
–3.48 × 10−11
–1.58 × 10−12
–6.34 × 10−12
2.40 × 10−7
9.53 × 10−8
3.35 × 10−7

3.53 × 10−8
2.18 × 10−9
1.52 × 10−10
3.28 × 10−10
1.23 × 10−6
7.60 × 10−7
2.03 × 10−6

3.89 × 10−10
2.36 × 10−11
1.27 × 10−12
3.34 × 10−12
1.89 × 10−8
6.58 × 10−8
8.51 × 10−8

2.20 × 10−8
1.33 × 10−9
7.29 × 10−11
1.84 × 10−10
9.97 × 10−7
3.33 × 10−6
4.35 × 10−6

1.41 × 10−8
8.29 × 10−10
4.78 × 10−11
1.12 × 10−10
7.69 × 10−7
2.85 × 10−6
3.64 × 10−6

1.17 × 10−8
7.25 × 10−10
5.18 × 10−11
9.31 × 10−11
6.36 × 10−7
1.45 × 10−6
2.09 × 10−6

3.40 × 10−11
1.86 × 10−12
1.77 × 10−13
–2.65 × 10−13
9.43 × 10−9
7.89 × 10−8
8.83 × 10−8

With regard to the social dimension, the social performance indicators were determined at the
midpoint level and endpoint level (Table 13); this is a preliminary assessment that will be investigated
in more detail in further development of the study.
Table 13. Social performance indicators at a midpoint level (Impact) and endpoint level (Damage),
related to 1 m2 of porcelain stoneware tile.
Impact Categories

Unit

Impact

Damage Categories

Unit

Damage

Child Labor
Forced Labor
Excessive Working Time
Injuries & Fatalities
Toxics & Hazards
Poverty Wage 2
Poverty Wage 1

Pt
Pt
Pt
Pt
Pt
Pt
Pt

6.52
6.75
7.97
5.85 × 101
7.09 × 101
4.38
3.58

Labor Rights & Decent Work
Health & Safety
Human Rights
Governance
Community Infrastructure

Pt
Pt
Pt
Pt
Pt

8.13 × 101
1.29 × 102
1.83 × 101
3.89 × 101
1.11 × 101
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Table 13. Cont.
Impact Categories
Migrant Labor
Collective Bargaining etc.
Indigenous Rights
Gender Equity
High Conflict
Legal System
Corruption
Drinking Water
Improved Sanitation
Hospital Beds
Inadequate social benefits
TOTAL

Unit
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt
Pt

Impact

Damage Categories

Unit

Damage

101

1.01 ×
3.39 × 101
0.00
9.65
8.65
1.13 × 101
2.76 × 101
4.35
4.80
1.94
8.10
2.79 × 102

4.20 × 102

For the strategic planning of sustainable development, that is, to include the three dimensions of
sustainability within the business model of each company, it will be necessary to plan and implement
an action of engagement of shareholders, managers and stakeholders to set sustainability objectives
(in the three dimensions: environment, economy and society) with respect to SPIs [20].
The world ceramic industry shows a tendency to organize itself in supply chains, clusters and
districts, the district of Sassuolo in Italy and that of Castellón in Spain, are the most obvious paradigms
of this trend for their production capacity and technological innovation. Other important ceramic
clusters are located in Santa Catarina (Brazil), Monterrey (Mexico), Foshan (China), in addition to the
cluster that is emerging between Tennessee and Kentucky (USA) thanks to the implementation of
production units of Italian ceramic companies established to meet the strong demand for tiles in the
American market. In common among these ceramic supply chains are the availability of raw materials
(clays, feldspars, sands), abundance of water, ease of settlement and high demand for construction
goods. Within these industrial networks, knowledge sharing [58] is widespread, that is, the exchange
and accumulation of technical and managerial knowledge at district level. This creates a so-called
“contextual knowledge” [59], that is, the basic knowledge of the district, which has also been the basic
prerequisite for the construction of this benchmark of sustainability performance in the ceramic sector.
This “stock of knowledge” [60] can then spread among district operators through direct observation for
imitative purposes [61] to identify opportunities for growth and improvement and to set new targets for
sustainability performance and best practices observed at sector level can be adapted and incorporated
into individual company processes. In this way, the proposed framework can be a tool to support
decisions by encouraging benchmarking between companies in the sector and the development and
promotion of best practices. For example, when choosing alternative technological solutions, different
organizational systems or alternative raw materials and supply conditions, the individual company
can compare itself with the sustainability performance of the sector and decide whether to align itself
with this target or whether to encourage further improvement. Finally, public institutions can also
use the sustainability benchmark to support the definition of new industrial and social policies or the
updating of existing ones.
5. Discussion
In this research, an in-depth environmental, economic and social impact assessment study was
carried out, using the tools of the Life Cycle Sustainability Assessment (LCSA). Compared to other
studies carried out on ceramic tiles, in this case, the inventory analysis separated the production process
into phases in order to consider the effect that each production factor can have on overall sustainability
in accordance with the principles of the TBL (Triple Bottom Line). In response to Research Question
1 (RQ 1), this methodological approach, which is much more detailed than other studies conducted

Resources 2019, 8, 11

25 of 30

previously, was aimed at quantifying sustainability performance indicators with the best possible
degree of accuracy in order to create a benchmark framework for the ceramic industry, not only in Italy.
It is believed that the level of detail adopted is important above all for the final result because the
input factors (raw materials for ceramic bodies and glazes) are variables that can change significantly
for technological and market reasons. Indeed, the composition of the ceramic bodies can be changed
according to the volatility of raw materials prices and the substitution of one raw material by
another can radically change the transport mix and thus the overall environmental impact. Similarly,
technological innovation is pushing companies towards the complete digitalisation of glazing and
decorating processes. This will involve the use of inks and glazes that are no longer water-based but
organic-based, with a consequent increase in the emissions of volatile organic compounds (VOCs)
during the firing of the tiles due to the decomposition of solvents.
Therefore, the results obtained, based on a representative sample of the production of porcelain
stoneware tiles, may constitute a reference point for possible future scenarios such as, for example,
plant variations, changes in technologies and processes or changes in raw materials or logistical
solutions, providing positive answer to the Research Question 2 (RQ 2). Comparison with a benchmark
framework can provide decision-makers with useful information to guide strategic and investment
choices based on the environmental and socio-economic impacts of the alternative options considered.
In this regard, it is important to underline that LCSA’s tool is not only useful for the assessment
of current processes but it is also an eco-design tool to predict the sustainability performance of
different operational options. To use this benchmark, individual companies will have to carry out
an internal assessment using the same analytical tools and following the same methodology used in
this study, albeit within the scope of international ISO standards. This approach could be an obstacle
in the adoption of the model, not so much for “leading firms” as for “small firms”, certainly less
endowed with resources (including human resources) and skills to implement this sustainability
analysis. However, as always happens in industrial districts, smaller companies follow sector leaders
in innovation when technologies are consolidated and and can be more easily diffused.
Environmental impact data have been integrated with economic impact data (internal and external
costs) and social impact data, contributing to a better quantification of the level of sustainability that
the production of porcelain stoneware tiles has reached in Italy. The representativeness of the sample
of producers analysed and the final adoption of the functional unit of 1 m2 of porcelain stoneware,
allows us to consider the indices we have calculated as a sustainability benchmarking for this type
of ceramic production. In fact, the unit of measurement of the square metre is the most widely used
parameter of comparison among operators in the ceramic industry worldwide to relate results and
performance of both a technological and economic and financial nature. Therefore, the adoption of m2
as a functional unit is intended to adopt the same language as the sector’s operators and therefore to
facilitate the comparison of sustainability performance.
The study showed that, overall, the greatest environmental impact, even in terms of externalities,
is attributable not only to the production process in the strict sense but also to the process of distribution
of the finished product to users, as well as to the raw materials procurement system. This shows that in
the supply chain, the logistics system upstream and downstream of tile manufacturers presents
critical environmental issues and therefore opportunities for improvement [62]. On the contrary,
the production process (from the gate-to-gate) is standardized and has already achieved good
performance in terms of sustainability with proven technologies. This result contributes to broadening
the knowledge on the impact of ceramic tile production compared to the results shown in the most
recent literature [43,44].
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6. Conclusions
The main scientific contribution of this study is to have applied for the first time the LCSA
framework to an industrial sector in aggregate terms and specifically to the Italian ceramic district,
in order to build a comprehensive benchmark for the sustainability of the ceramic industry. The Italian
ceramic district represents a world leading industrial system in terms of technologies and organizational
models and therefore constitutes a valid and internationally recognized standard of reference suitable
for building a sustainability benchmark. This operation allowed to “observe” the supply chain also
from the point of view of environmental, economic and social sustainability, going beyond the only
and already used environmental impact assessments. In this way, companies can plan corporate
social responsibility strategies, having at their disposal a series of objective sustainability indicators,
to the benefit of their competitiveness on the reference markets. The availability of sustainability
indicators also allows companies to actively integrate sustainability principles into their business models,
going beyond general conceptual statements regarding intentions to adopt responsible behavior towards
the environment and society. The LCSA is therefore an operational tool that is simple enough to use
and can help companies control their environmental, economic and social performance against industry
and internal reference standards. In fact, with the LCSA tools (LCA, LCC and S-LCA), it is possible to
monitor the trend of these performances over time, verifying whether the sustainability objectives have
been achieved and quantifying the deviations.
The research has also highlighted the critical integration of the three impact assessments (LCA +
LCC + S-LCA), in fact, while conducting separate analyses, the risk is to arrive at a double counting
of sustainability indices and that is why it was decided to present a separate framework for each
dimension of sustainability. Finally, future research should extend the system boundaries of the
economic assessment to the cradle-to-grave approach and investigate deeply the social dimension;
the final aim is to experiment solutions to associate the social impact (and related indexes) to the
functional unit and not to the process, solving the problem of temporal asynchrony between S-LCA
and LCA+LCC.
Author Contributions: Conceptualization, F.E.G.-M.; Data curation, C.S.; Formal analysis, L.V.; Methodology,
M.P.; Project administration, A.M.F.; Writing—review & editing, D.S.-B.
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Appendix A
The tables below list some of the most relevant data collected during the inventory analysis.
Table A1. Inventory data on the composition of the ceramic slip and the transport of raw materials.
Materials (Slip Production)
Raw Materials
Clay (Germany)
Clay (Ukraine)
Clay (Italy)
Feldspar (Italy)
Feldspar (Turkey)
Sand (Italy)
Sodium silicate (Italy)
Water

Transport

Composition (%)

43.1
24.1
7.50
0.30
25.0

Source

Lorry (km)

Train (km)

Barge (km)

2.20 × 101
3.00 × 102
2.50 × 102
2.50 × 102
2.00 × 102
3.20 × 102
1.16 × 102
-

1.00 × 103
-

3.10 × 103
3.57 × 102
2.20 × 102
6.50 × 102
-

Directly from
suppliers of
raw materials
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Table A2. Inventory data on the composition of the glaze and the transport of raw materials.
Raw Materials (Glaze Production)
Category

Transports

Composition (%)

Alumina
Clay
Feldspar
CaCo3
Quartz
Zirconium silicate
Water

5
10
25
10
10
5
35

Source

Lorry (km)

Train (km)

Barge (km)

2.00 × 102
2.00 × 102
2.00 × 102
2.00 × 102
2.00 × 102
2.00 × 102
-

-

-

Directly from
companies

Table A3. Inventory data on atmospheric emissions.
Atmospheric Emissions
Category

Amount
104

6.27 ×
6.32 × 103
2.89 × 101
4.46 × 104
7.01 × 103
2.30 × 105
2.79 × 105
1.28 × 105
3.00 × 108

Particulates
Fluoride
Lead
SOV
Aldehydes
SOx
NOx
CO
CO2

Unit

Source

kg/years
kg/years
kg/years
kg/years
kg/years
kg/years
kg/years
kg/years
kg/years

Directly from companies

Table A4. Inventory data on the energy consumption.
Energy Input
Category

Amount
102

6.31 ×
5.74 × 103

Electricity consumption
Natural gas consumption

Unit

Source

TJ/years
TJ/years

Directly from companies

Table A5. Inventory data on the distribution of the tiles.
Distribution
Destination

Percentage (%)

Italy
Europe
North America
South America
Asia

20.24
39.88
15.952
15.952
7.976

Lorry (km)
102

5.00 ×
2.78 × 103
7.45 × 102
7.45 × 102
7.45 × 102

Tanker (km)

Source

1.00 × 104
1.50 × 104
1.43 × 104

Directly from companies

Table A6. Inventory data on the installation and use phase.
Installation and Use
Category

Amount

Unit

Source

Cementitious adhesive

6.00

kg/sqm

EPD Ceramic Tile

kg/sqm
kg/sqm
n◦ /servicelife

Estimated from literature

Water
Detergent
Tile use cycle

10−3

4.50 ×
5.00 × 10−4
2.60 × 103
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